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Portland cement type 5:
Component | Result | Requirements
Loss on Ignition | %1030 | Max = 3
si02 | %2169 | -
AI203 | %3.81 | -
Fe203 | %426 | -
Ca0 | %6366 |~
MgO | %2.20 | Max =5
S03 | %2.10 I Max =23
cl | - | B
Insoluble Residue | Max = 0.75
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Component | Result | Requirements
Fineness /Blaine | (em2/g) 3100 | Min = 2800
Fieness /Residue On Sieve 90p | %18 I -
Setting Time / Intial | Minute 150 I Min = 45
Setting Time / Final | Hour 3 I Max = 6
Compressive Strength /3Days | Ka/cm?2 240 | Min = 86
Compressive Strength /7Days | Kercm2330 | Min =150
Compressive Strength /28Days | Karem2 250 | Min = 270
Sounadness / Autoclave Expansion | %0.10 I Min = 0.8

®www.podcement.com
= sales@podcement.com -
® www.podholding.co



